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Client Name:  SHANXI DAHUA GLASS INDUSTRIAL CO.,LTD. 

Client Address:  NO.2 TIEBEI STREET,QIXIAN,SHANXI,CHINA 

 
 
Sample Description:  S25 OTT LILAC WINE 4 

Item No.:  E33341 

P.O. No.:  QL8760025 

Buyer:  NEXT 

Manufacturer:  SHANXI DAHUA GLASS INDUSTRIAL CO.,LTD. 

Supplier:  SHANXI DAHUA GLASS INDUSTRIAL CO.,LTD. 

Origin of the Product(s):  CHINA 

Destination of the Product(s):  UK 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS No.:  TJHL2409008358CW 

Sample Receiving Date:  Sep 25, 2024 

Testing Period:  Sep 25, 2024 ~ Sep 30, 2024 

Test Requested:  Select test(s) as requested by the client. 

Testing Performed:  Follow selected test(s) as requested by client. 
 

 Test Requirement Comment 

1 
US SGCD and the Coalition for Safe Ceramicware (CSC) - Leachable Lead and 
Cadmium 

Pass 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 
Material 

(claimed by 
the client) 

SN1 A1 TSN24-0024270-0001.C001 
light purple/transparent glass 

ware 
GLASS 

 

Remarks: 
(1) mg/dm2 = milligram per square decimeter 

mg/inch² = milligram per square inches 

g/cm2 = microgram per square centimeter 
mg/L = milligram per litre 
mg/kg = milligram per kilogram 

(2) ℃ = degree Celsius 

℉ = degree Fahrenheit 

(3) <= less than 
(4) RL = Reporting Limit 
(5) ND = Not Detected (< RL). 

 
US SGCD and the Coalition for Safe Ceramicware (CSC) - Leachable Lead and Cadmium 
 
Test Method: With reference to ASTM C927-80 (Reapproved 2019)ε1, analysis was performed by 

AAS/ICP-OES. 
 

 
A1    Lip and rim    Pass 
 

 Extract volume (mL) 

1 50 

2 50 

3 50 

4 50 

5 50 

6 50 
 

 

 Leachable Lead (µg/mL) Leachable Cadmium (µg/mL) 

1 <0.05 <0.01 

2 <0.05 <0.01 

3 <0.05 <0.01 

4 <0.05 <0.01 

5 <0.05 <0.01 

6 <0.05 <0.01 

Avg <0.05 <0.01 

Limit 4.0 0.4 
 

 
 

 
Notes: 
Lip and rim area-that part of a drinking vessel which extends 20 mm below the rim on the outside of the 
specimen. 
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Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

TSN24-0024270-0001.C001 

 

SGS authenticate the photo on original report only 
*** End of Report *** 
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